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Approved by 

 
 Date Sep. 26, 2025 

 
Andrew Wang  

       Approved Signatory 

 No.RE76EF8E82 

Centre Testing International Pinbiao 

 (Shanghai) Co., Ltd. 

No.1351, Wanfang Road, Minhang District, Shanghai, 

China. 

 

 Test Report 

  

Company Name JIANGXI TAURUS TECHNOLOGY CO., LTD. 

Address 

4TH FLOOR, PLANT NO.6, PHASE II, DINGCHAO INTELLIGENT 

MANUFACTURING PARK, WENXIANG AVENUE, QINGYUAN 

DISTRICT, JI'AN CITY, JIANGXI PROVINCE 

 

Sample Received Date Sep. 22, 2025 

Testing Period Sep. 22, 2025-Sep. 26, 2025 

 

Test Requested 

No. Test Item 

1 Brand Chemical Components Identification 

 

Test Result(s): Please refer to the following pages.  
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The following sample(s) and sample information was/were submitted and identified by/on the 

behalf of the client 

Sample No. Sample Name 

A2250706512101001 304 stainless steel 

 

Sample Photo(s) 

 

A2250706512101001 
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Test Item: Brand Chemical Components Identification 

 

1. Test Equipment: 

Equipment Name Model 

Direct-reading Spectrometer SPECTROMAXx 

2.  Environmental Conditions: Temperature：23±3℃； Humidity：55±15%RH 

3. Test Standard: ASTM E1086-22 

4. Test Result(s) 

Item Req. ,% 
Result,% 

A2250706512101001 
Conclusion 

C ≤0.07 0.05 Pass 

Si ≤0.75 0.44 Pass 

Mn ≤2.00 1.09 Pass 

P ≤0.045 0.026 Pass 

S ≤0.030 0.004 Pass 

Cr 18.0-20.0 18.31 Pass 

Ni 8.0-11.0 8.19 Pass 

N ≤0.10 0.08 Pass 

Note: The test results comply with the requirement of ASTM A240/A240M-25 type 304. 
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Remark: The testing data and result(s) in this report is(are) just for scientific research, education, 

internal quality control and product development etc. 

 

Statement: 

1.This report is considered invalid without approved signature, special seal and the seal on the  

  perforation; 

2.The sample(s) and sample information was/were provided by the client who should be  

  responsible for the authenticity which CTI hasn't verified; 

3.The result(s) shown in this report refer(s) only to the sample(s) tested; 

4.Without written approval of CTI, this report can't be reproduced except in full; 

5.In case of any discrepancy between the English version and Chinese version of the testing  

  reports(if generated), the Chinese version shall prevail. 

 

*** End of Report *** 
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